
 

QUALITY CONTROL
TEST REPORT

 PRODUCT : U-PVC FITTING

 TYP : Ø 50 mm COLOR : GREY

 STANDARD NR : EN 1329-1 DATE : 02.03.2006

TESTS REQIEREMENT VALUE RESULTS

1- EFFECTS OF HEATING MAX % 50 ACCEPTED

2- VICAT SOFTENING TEMPARATURE ≥ 79 º C ACCEPTED

3- WATERTIGHTNESS 0,5 BAR / 15 MİN
NO LEAKAGE ACCEPTED

OD 50 + 0,3 ACCEPTED

e : 3.0 +0,5 ACCEPTED

CONCLUSION

APPROPRIATE
RES.OF QUALITY

17%

4- DIMENSIONS 

NO LEAKAGE

50,15

3,2

82 ºC

 


